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FY11 Support Areas

Presenter
Presentation Notes
NAA to determine impurities
	-Verify the manufacturer’s impurities claims
	-Provide data for computer simulations
	-Assess the activation products after irradiation
Neutronics, activation and depletion simulations
	-Develop robust predictors for production yield
	-Validate methodologies and available data for simulation tools and associated isotopic data
Sample irradiations in HFIR HT facility
	-Corroborate the neutronics, activation and depletion simulations
	-Provide significant material to GE-Hitachi for R&D of downstream processes.
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July 2011 Irradiation Summary
• Irradiation in 7 capsules in the hydraulic tube facility. 

• Two hollow sleeves plus a foil disc in an aluminum housing

• Total molybdenum mass irradiated was  91 g

• Irradiation time was split due to an unplanned reactor shutdown

– First part was 67 hours (2.8 days)

– Then 65 hour shutdown (2.7 days)

– Then 210 hour irradiation (8.8 days)
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Map showing the HFIR Core
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HFIR reactor pool with the water down
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Video of capsules (rabbits) coming out of HFIR
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Shipping from HFIR to the hot cells

Sugarman Cask – wet loaded in the HFIR pool
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In‐cell cutting and wrapping in paper sleeves
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Placing the loaded sleeves into the GE100
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GE100

Insert for moly sleeves
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HT Irradiations axial profile

• Several Methods 

 were used to predict 

 activation levels of 
99Mo. MCNP results 

 matched our data 

 fairly well

• Measurements 

 indicate peak specific 

 activity just over 20 

 Ci/g at ejection
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Material characterization research
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NAA Impurities Assessment

Presenter
Presentation Notes
Very few fast neutrons, which will be important later.
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Natural Molybdenum Properties

Supplier 1 
(12.7 mm diameter ball)  

Supplier 2
(25 mm diameter disk)  

140La present in 

 
significant quantities

Presenter
Presentation Notes
Using the manufacturer’s specifications and our NAA facility, we arrived at this table of impurities.  You can see that the material is reasonably pure.  The isotopic make-up is taken from published data.
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BWR TIP tube environment dictates that we 
 understand the mechanisms for potential oxidation 

 of molybdenum metal. 

• Oxidation will occur in any O2 

 

environment, but 
 what thermal/environmental conditions pose 

 issues for molybdenum?
– Oxidation will follow standard diffusion models.

• Additionally, sublimation of molybdenum‐
 (tri)oxide at high temperatures is a recognized 

 phenomenon. 
– Technetium will sublimate first, likely as Tc2

 

O7, 

 
followed by the Molybdenum.

– Sublimation varies by oxygen levels, temperature, 

 surface area. 
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Oxidation questions prior to determining our 
 test methods

Needed to answer several questions about testing the oxidation 

 properties of molybdenum metal.

1.

 

What is the effect of stagnant versus flowing air?

 
Effects appear to be minor.

2.

 

What is the effect of periodic removal of the sample for weighing 

 
(thermal cycling)?

 
Thermal cycling causes local spallation and more significant mass loss.
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Test setup
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Oxidation in air ranging from  400ºC to 600ºC
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Next Steps

• Continue oxidation matrix 

• Perform PIE on irradiation “test string”

• Possibly irradiate additional molybdenum for GEH 
 chemistry work. 
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